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Soil-containing structures (continued)
Repair .......................................................... 6.4
Sealing ......................................................... 6.4.2
Soil placement.............................................. 6.2.1

Spacer blocks, preservatives.............................. 2.1.4.7
Spalls, concrete ................................................. 3.2.2.2
Sphaeroma ........................................................ 2.1.2.2
Stainless steels, steel substitute......................... 7.4.1.5
Standards, development .................................... 1.3.1
Steam distribution/condensate return

system, inspection ........................................ 7.5.3.4.1
Steel structural substitutes ................................. 7.4
Steel structures

Cathodic protection....................................... 7.3.1
Corrosion...................................................... 7.1
Corrosion products ....................................... 7.5.2.6
Metal thickness............................................. 7.5.2.2
Microscopic testing ....................................... 7.5.2.5
Potential measurements ............................... 7.5.2.7
Protective coatings ....................................... 7.2.1
Radiography testing...................................... 7.5.2.4
Repair .......................................................... 7.6.1
Surface preparation for coatings ................... 7.2.2
Ultrasonic testing.......................................... 7.5.2.3
Visual inspections......................................... 7.5.2.1

Steel supporting components
Inspection..................................................... 7.5.3.3
Repair .......................................................... 7.6.3

Steel surface preparation
Dry abrasive blasting .................................... 7.2.2
Wet abrasive blasting ................................... 7.2.2

Steel H-piling, repair .......................................... 7.6.2.1
Steel piling

Inspection..................................................... 7.5.3.1
Repair .......................................................... 7.6.2

Steel pipe piling, repair....................................... 7.6.2.3
Steel sheet piling, repair..................................... 7.6.2.2
Stone masonry structures .................................. 4,.1.1

Engineering investigation .............................. 4.3.1
Grouting ....................................................... 4.3.5
Inspection..................................................... 4.2.1
Documentation ............................................. 4.2.3
Settlement .................................................... 4.2.2
Shrinkage cracks .......................................... 4.3.3
Tuck-pointed joints ....................................... 4.3.4
Weep holes .................................................. 4.3.2

Stray current corrosion....................................... 7.1.2
Stringers

Preservatives................................................ 2.1.4.6
Replacement ................................................ 2.3.1.4

String pieces
Preservatives................................................ 2.1.4.8
Replacement ................................................ 2.3.1.5

Syntactic foam structures................................... 8.1.2
Telephone wire systems, inspection ................... 7.5.3.4.9
Teredines........................................................... 2.1.2.2
Teredo............................................................... 2.1.2.2
Termites

Deterioration................................................. 1.5.3
Timber structures ......................................... 2.1.2

Tetrapods (concrete armor units) ....................... 5.1.3
Tides ............................................................... 1.8.8
Timber structures

Exposed area inspection............................... 2.2.1
Submerged area inspection .......................... 2.2.2

Timber (treated), handling.................................. 2.1.5
Titanium alloys, steel substitute ......................... 7.4.1.1
Traffic control .................................................... 1.8.4
Tremie concrete, concrete repair ........................ 3.4.6
Tribars (concrete armor units)............................ 5.1.3
Tuck-pointing, stone masonry repair .  . ............. 4.3.4
Ultrasonic testing

Timber structures ......................................... 2.2.2
Steel structures............................................. 7.5.2.3

Underwater concrete.......................................... 3:1.4.3
Urethane (foamed-in-place) ............................... 8.1.2
Utility lines

Inspection..................................................... 7.5.3.4
Repair .......................................................... 7.6.4

Vertical lift, definition.......................................... 1.4.2.5.4
Vibratory compaction, soil.................................. 6.2.3
Vinyl resin paint, protective coating (steel) ......... 7.2.3
Water-borne preservatives ................................. 2.1.3
Water, concrete component ............................... 3.1.2.3
Water distribution system, inspection................. 7.5.3.4.3
Waterfront structures

As-built drawings .......................................... 1.6.2
Breakwater ................................................... 1.4.2.9
Corrosion ..................................................... 1.5.3
Deterioration................................................. 1.5.3
Dolphin......................................................... 1.4.2.3
Fleet mooring ............................................... 1.4.2.4
Floating drydock ........................................... 1.4.2.5.2
Graving dock ................................................ 1.4.2.5.1

Index-5



Waterfront structures (continued)
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